
Wavelength 860 nm 950 nm

Reference value ≤ 7,0 ≤ 7,5
Measured value 4,6 2,3

Optical density
measured value    0,11

Wavelength 860 nm 950 nm

Reference value ≤ 7,0 ≤ 7,5
Measured value 1,7 0,6

Optical density
measured value    0,24

Wavelength 860 nm 950 nm

Reference value ≤ 7,0 ≤ 7,5
Measured value 0,3 0,1

Optical density
measured value    0,21

Wavelength 860 nm 950 nm

Reference value ≤ 7,0 ≤ 7,5
Measured value 0,1 0

Optical density
measured value    0,49




